
          Property                                                         Test Guarantee Limit Test Method

Moisture % wt 12,0 Max ASTM D 4931

Volatile Matter (VCM) % wt 8,0 Min ASTM D 3175

Calorific Value, Net Kcal/kg report ASTM D 5865

Sulphur % wt 2,00-9,00 ASTM D 4239

Ash % wt 1,0 Max ASTM D 4422

 HGI 40,0-90,0 ASTM D 5003

 

PETROLEUM COKE (*) 795

(*) This product is produced in İzmit Refinery


