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PROPERTY TESTUNIT GUARANTEE LIMIT TEST METHOD

Appearance Yellow

Purity 99.8 i Calculated*

Moisture, Free TS 2840

Physical Form Flake

This product is produced in izmit, izmir and Kirikkale Refineries.

* The residue determination is performed according to the TS 2839 method, and the purity is reported as 100 —
Residue (calculated).
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